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Testing performed at permanent laboratory premises 
 

SUMMARY OF ACCREDITATION 
 

ENVIRONMENTAL SAMPLES 
Waste disposal 

Chemical tests 

TEXTILES, PLASTICS, RUBBER, PAPER 
& PACKAGING 
Nightwear 

Fire 
Textiles, leather & general fabrics 

Chemical 
Colour 
Fibre content 
Non-woven fabric tests 
Physical 
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DETAIL OF ACCREDITATION 
 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 
   
TEXTILES Colour Fastness to:  
   
 Artificial light (xenon arc) BS EN 105-B02:1999 

AATCC 16:2003 
   
 Washing BS EN 20105:C01:1992 

BS EN 20105:C02:1993 
BS EN 20105:C03:1993 
BS EN 20105:C04:1993 
BS EB 20105:C05:1993 

   
 Domestic laundering BS EN ISO 105:C06:1997 

AATCC 61:2003 
EN ISO 105:C06:1997 

   
 Phenolic yellowing Courtaulds method 
   
 Rubbing/Crocking BS EN ISO 105:X12:2002 

AATCC 8:2001 
EN ISO 105:X12:2002 

   
 Dry cleaning BS EN ISO 105:D01:1995 

AATCC 132:2003 
   
 Chlorinated water BS EN ISO 105:E03:1997 

EN ISO 105:E03:1996 
   
 Dye transfer AATCC 163:2002 
   
 Perspiration BS EN ISO 105:E04:1996 

AATCC 15:2002 
EN ISO 105:E04:1996 

   
 Water BS EN ISO 105:E01:1996 

AATCC 107:2002 
EN ISO 105:E01:1996 

   
 Sea water EN ISO 105:E02:1996 

AATCC 106:2002 
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Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 
   
TEXTILES (cont’d) Physical Testing  
   
 Dimensional stability to washing BS EN ISO 6330:2001 

ISO 6330:2000 
BS EN 25077:1994 
ISO 3759:1994 
AATCC 135:2003 
AATCC 150:2003 

   
 Fabric weight BS 2471:1978 

ISO 3801:1977, Method 5 
   
 Tensile strength BS EN ISO 13934-1:1999 

BS EN ISO 13934-2:1999 
   
 Elastic fabrics 

- Modulus 
- Residual extension 

BS 4952:1992 

   
 Dimensional stability to steam BS 4323:1979 
   
 Tear strength (Elmendorf) ASTM D1424:1996 

BS EN ISO 13937-1:2000 
BS EN ISO 13937-2:2000 
ISO 13937-1 and -2:2000 
ASTM D2261:1996(2002) 

   
 Seam properties BS 3320:1988(1995) 

BS EN ISO 13936-1:2004 
ISO 13936-2:2004 

   
 Burst strength (except height at burst) BS EN ISO 13938-2:1999 

ASTM D3786:2001 
   
 Abrasion resistance (Martindale) BS EN ISO 12947:Parts 1, 2, 3 and 4 

except for stretch fabrics:1999 
   
 Print durability IHTM 1 
   
 Spirality IHTM 2 

AATCC 179:2001 
   
 Appearance assessment IHTM 7 
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Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 
   
 Physical Testing (cont’d)  
   
 Pilling resistance BS 5811:1986(1997) 

BS EN ISO 12945-1:2001 
BS EN ISO 12945-2:2000 
ISO 12945-2:2000 

   
 Trim attachment IHTM 012 
   
 Chemical Tests  
   
 pH value BS EN 1413:1998 

ISO 3071:1980 
AATCC 81:2001 

   
 Fibre composition BS 4407:1988, Methods 1, 2, 4, 7, 8, 

10, 11, 14, 15, and 18 and Section 3 
ISO 1833:1977, Methods 2, 3, 6, 7, 10, 
11, 15, and 17 
AATCC 20 and 20A:2000, except 
microscopic 
ASTM D629:1999, Methods 1, 4, 5, 6, 
8, 9, and 10 
NFG 06 006/003, 004, 005, 007, 008, 
011, 027 

   
 Formaldehyde content analysis BS 6806:Part 2:1987(1993) 

BS 6806:Part 3:1987(1993) 
JIS L 1041:2000, Method E 
BS EN ISO 14184-1:1999 
ISO 14184-1:1998 
BS EN ISO 14184-2:1998 
ISO 14184-2:1998 
AATCC 112:2003 

   
Clothing Components Nickel release EN 12472:1998 

EN 1811:1998 
   
Toys BHT content IHTM LB-2-132 
   
 Toxic metal migration BS EN 71:Part 3:1995 

BS 5665:Part 3:1995 
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Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 
   
TEXTILES (cont’d) Chemical Tests (cont’d)  
   
Packaging Components Total heavy metals IHTM LB-2-142 
   
 Cadmium content BS EN 1122:Method B:2001 
   
 Phthalate content IHTM LB-2-133 based on LGC/ASTM 

methods 
   
Electrical and Electronic Goods Toxic elements analysis for 

WEEE/ROHS 
IHTM LB-2-233 

   
 Lead content (16 CFRC PSC 1303) IHTM LB-2-163 
   
Ceramic Ware Lead and cadmium release BS 6748:1986 

ISO 6486:Parts 1 and 2:1999 
   
Leather PCP content DIN 53313:1996 
   
 Chromium (VI) DIN 53314:1996 
   
Textiles and Leather AZO Dyes: 

   Leather 
   Polyester 
   Textile materials 

DIN 53316:1997 
EN 14362, Methods 1 and 2:2003 
35 LMBG Method 82.02/3:2004 
ISO/TS 17234:2003 
35 LMBG Method 82.02/4:2004 
35 LMBG Method 82.02/2:2004 

   
 Allergenic disperse dyes IHTM LB-2-128 
   
 Carcinogenic dyes IHTM LB-2-129 
   
 Flammability BS 5438:1989 

BS 5722:1991 
   
Nightwear garments  M&S P116:May 2003 
   
Children’s Daywear and Pyjamas  M&S P129:May 2003 
   
Waddings for Clothing and Wadded 
Garments 

 M&S P142:May 2003 

 Surface flash M&S P117:May 2003 
   
 Cleaning and wetting prior to 

flammability testing 
BS 5651:1989 

   
 END  

 


